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The sound absorption coetlicients in ferro- and antiferromagnetic substances due to the interaction of 
phonons with nuclear spin waves at infralow temperatures are calculated. 

PACS numbers: 75.30. - m, 62.65. +'k 

In this work we consider the absorption of a sound 
wave in ferromagnetic and antiferromagnetic substances 
a t  infralow temperatures (T s liw,, where w, = A s h  is 
the precession frequency of the nuclear spin, A is the 
constant of hyperfine interaction, S is the spin of the 
electron shell). In the temperature region T 2 1-4 K, 
the sound attenuation has been calculated by a number 
of authors,'*2 both microscopically a t  WT>> 1 (where w 
is the phonon frequency, 7" is the characteristic prob- 
ability of a scattering process) and macroscopically a t  
w7 << 1. Under our conditions, as has been shown pre- 
v i o u ~ l ~ ~ * ~  a t  temperatures T Ew, the basic contribu- 
tion to the scattering process is made by nuclear spin 
waves. We shall consider below the coefficient of 
damping due to the annihilation process- the fusion of 
two nuclear spin waves into one phonon. In the tem- 
perature region considered, this scattering mechanism 
leads to resonant absorption of the sound. 

For  the microscopic calculation, a necessary condi- 
tion is the inequality 

Here 7:" is the probability of scattering of a phonon by 
the nuclear spin wave. 

1. FERROMAGNETIC SUBSTANCES 

sponding attenuation coefficient: 

In the case of neglect of dispersion, we obtain the result 
that r(w) is proportional to 6(2w, - w ) .  It is clear that 
for elucidation of the character of the absorption curve, 
we must naturally take account of the dispersion of the 
nuclear spin wave-& w,(k): 

Cumbersome but straightforward calculations lead 
u s  to the following formula: 

1 ( 7 ~ 3 0 ) '  f i  ha.  AXIS r ( ~ )  = ---(1+2N)-- 2% ham. pa'c. 
90 h'osa cp(o), 

where 

It is easy to verify that for the condition of resonance 
the sound frequency should lie in a narrow frequency 

The Hamiltonian of interaction between the nuclear range; 
spin waves and the phonons has the form3 O , Q U G U ~ .  

where p is the density of the magnetic material, c, 
= ae,/ti is the speed of sound, 8, is the Debye temper- 
ature, a;, is the c r e a t ~ ~ n  operator of a nuclear spin 
wave, b:, is  the creation operator of a phonon, y i s  the 
magnetostriction constant, e is the polarization vector 
of the phonon, j = l , 2 , 3  a re  the polarizations, 

I is the spin of the nucleus, w,(k) = we + wE(ak)' is the 
dispersion of the magnons, we= p,(H + H,)/E is the pre- 
cession frequency of the electron spin, H, is the field 
of the magnetic anisotropy, H is the external magnetic 
field, wE =SJ,/E i s  the exchange frequency, Jo is the 
exchange integral, SJo-e ,  is the Curie temperature. 

Using the spectral method,' we write out the corre- 

Here 

~I=20,,-2AzIS/h'o,, oz=20,-A21S/h'm.. 

Investigation of the function p(w) shows that 'it has a 
maximum at  

7 A21S 
O = o o = 2 ~ n -  -T : 

4 t r o ,  

a t  the end points of the interval [wi, w,] it behaves 
asymptotically as 

Substituting cp,, in formula (41, we obtain the value of 
the resonance maximum: 

i (7p.Me)' A Am. A'IS r - ( o O )  s% - - - ( I + Z N )  - - 
n h20. pa'c. en h'm.CorK' 

(7) 

Thus, a t  sound frequencies equal (with accuracy to 
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within the dispersion of the nuclear spin wave) to double 
the frequency of nuclear magnetic resonance (NMR), 
resonant absorption takes place. Although the consid- 
ered mechanism is weaker than the nuclear magneto- 
acoustic resonance: nevertheless i t  is relatively strong 
(if we take the characteristic parameters of a ferro- 
magnetic substance Ew,-10K, Ewe-0.1 K, y-10, 0, - 100 K, tiw, - 3 lo4  K, then r,, will be approximately 
equal to 19 sec") and should be experimentally ob- 
servable a t  frequencies w=2wm. 

2. ANTIFERROMAGNETIC SUBSTANCES 

We now write down the corresponding Hamiltonian of 
nuclear spin wave-phonon interaction of an  antiferro- 
magnetic substance. It is abtaiied from the energy of 
magnetostriction in the account of the mixture of nucle- 
ar spin wave oscillations in electron spin$ 

Here y, y' = l , 2 ,  

(the definitions of p, c,, eD a r e  given in the preceding 
section), yo is the magnetostriction constant, cp,(n, e,) 
a r e  certain functions of the angles. The function 

where 
Ti= Cr+Dt 

[4tro.,r ( e t+Bt -A~. t t )  I "  ' 

Cr-Dt st- 
[Wio,rt(et-Bt+Ao,;t) I" ' 

- 

Ew,-8, is the energy of the exchange interaction, H, 
is the ~zyaloshinsii: field, w$,, = 2 A J o S Z / i i 2  i s  the f re-  
quency of the intermingling of the electron-nuclear os- 
cillations, 8, is the Nee1 temperature, Ewe = F~H,  is 
the anisotropy energy, 

e t=pJ i  sinij+hos eos 29+y.HD sin 29+ (a+b)S/Z +A[. 

Br-'lrS(2 sin2 @Jt+a-b-p.HDS-a sin 2 9 ) ,  

Ct-'lrS(2 cost qJt+a-b+fi.HDS-I sin 2 9 ) .  

Dt=S(a+b)/2,  sin *= (H+HD)/2Hs, 

a and b a r e  the anisotropy constants. 

Using formulas (101, we find the attenuation coeffi- 
cient: 

F o r  simplicity, we assume that there is no coupling 
between branches, i. e. , we se t  y = y'; then simple cal- 
culations, similar to those of the ferromagnetic case, 
lead u s  to the following formula for P(w): 

and the frequency w belongs to the interval mir 6 w 6 wzr 
where 

meaning that the resonance peak is 

The behavior of p(w) a t  the end points of the interval 
wi, 4 w s wgY turns out to be 

For  such an easy-plane antiferromagnetic substance 
as MnC03, the formula (13) shows that r,, is approxi- 
mately equal to lo6 sec-'. 

The existence of two characteristic frequencies of 
precession of the electron spins in the antiferromag- 
netic substances, we, and we2, leads to two resonant 
maxima. This can easily be verified from the fact (we 
recall that we, > we') that the frequencies of the end 
points of the intervals satisfy the following inequality 
(Y = Y'): 

Account of the intermingling (y # y'!) of the low-frequen- 
cy and high-frequency branches of the oscillations leads 
naturally to the result that both maxima become coupled 
with one another and then the middle part  of the inequal- 
ity (14) simply drops out. 

Comparison of the sound absorption coefficients in 
ferromagnetic and antiferromagnetic substances indi- 
cates definitely that in the antiferromagnetic case [see 
formula (13) a t  y = 11, due to the increase in the ex- 
change interaction between the nuclear spin wave and 
the phonons, the resonance will be approximately (we/ 

times more powerful. 

As has already been pointed out earlierY3v4 in the tem- 
perature range T SEW, activationless mechanisms of 
dissipation a r e  the more important. This factor plays 
also an important role here in the isolation and finding 
of the greatest contribution to the background of the 
sound absorption curve from the various scattering pro- 
cesses. It can be shown that Landau-Rumer mechan- 
isms' and sound scattering by impurities7 lead to the 
greatest probabilities a t  the temperatures considered. 
However, the fact that the phonon frequency in the given 
situation (we recall that wZ2wm) is not large in order of 
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magnitude ( l ~ ~ - l ~ ~  sec-') l e a d s  to the r e s u l t  that even 
these mechanisms do not give any significant contribu- 
tion to  the background. Namely, i n  the frequency 
ranges  w < oi (wit) and w > w ~ ( w ~ ~ ) ,  r ( 0 )  will be  p r a c  ti- 
cally equal to zero.  

The  author  t akes  this  occasion to thank A. F. Andreev 
and M. I. Kaganov f o r  numerous discussions. 
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